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S.I.LNovikov, V.A.Tsurin, V.A.Barinov

12.32 Novikov S.I.

Hyperfine Interactions in the Mechanically Synthesized Magnetite
S.I.Novikov, N.M Kleinerman, V.A.Tsurin, V.A.Barinov

12.33 Denisova E.A.
Using of Fine Composite Powder for the Preparation Metastable Cobalt -

Copper Alloys by Mechanical Alloying and Shock-Wave Compaction
E.A.Denisova, L.A.Kuzovnikova, L.A.Chekanova

12.34 Korobeynikov A.Yu.
Magnetization Process Features of Mechanically Alloyed Cu-Co and Cu-Fe

Systems
A.Yu.Korobeynikov, M.A.Uimin, A.Ye.Yermakov, N.V . Mushnikov

12.35 Sapozhnikov M. V.
Dynamical Effects while Magnetizing CoPd Thin Films and Quadratic

Arrays of the CoPd Nanoparticles
A.A Fraerman, S.A.Gusev, L.A . Mazo, Yu.N.Nozdrin, M.V.Sapozhnikov, L.V.Suhodoev,
I.A.Shereshevskii, A.E.Tselev, S.N.Vdovichev, N.V.Vostokov

12.36 Uimin ML.A.
Atomic Structure and Magnetism of Mechanically Alloyed Cu-Fe and

Cu-Co
M.A.Uimin, V.V.Serikov, N.M Kleinerman, A.Yu.Korobeinikov, A.Ye.Yermakov,
V.A.Ivchenko

12.37 Dedukh L.M.
Direct Experimental Study of Magnetization Reversal Mechanisms of

Nanostructured Materials
L.M.Dedukh, V.S.Gornakov, V.[.Nikitenko, A.J.Shapiro, R.D.Shull
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12.38 Kuznetsov LA.

Influence of Mechanical Crushing on Physical Characteristics of Fe - 6.1% Si

Sintered Powder Material
[.A.Kuznetsov, G.A.Dorogina, E.S.Gorkunov, V.F.Balakirev

12.39 Subhankulov L.
Transference Phenomenon and Magnetic Properties in the High Cobalt

Amorphous Alloys
1.Subhankulov, O.Kuvandikov

12.40 Posmet’yev V.V.

Cluster Structure of Amorphous Metal: Percolation Model
V.V.Posmet’yev, [.L.Bataronov, Yu.V.Barmin

12.41 Polushkin N.I.
Interaction in Artificial Arrays of Nanomagnets Closely Packed in a

Magnetized Matrix
V.N.Petryakov, N.I.Polushkin, Yu.K.Verevkin, N.V.Vostokov, N.N.Salashchenko

12.42 Komogortzev S.V.
Determination of the Dimensionality of Grains Packing and Magnetic

Block's Parameters from Approach to Ferromagnetic Saturation
R.S.Iskhakov, S.V.Komogortzev, A.D.Balaev
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H. Le Gall, J. Ben Youssef, N. Tiercelin, V. Preobrazhensky, P. Pernod

13.2 Ignatchenko V.A.
Waves in Partially Disordered Superlattices (Invited)

13.3 Yuvchenko A.A.

Two-Phase State in Co/Cu Multilayer Films
V.0.Vas’kovskiy, A.A.Yuvchenko, V.N.Lepalovskij, A.N.Sorokin, A.V.Svalov
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13.4 Ustinov V.V.

Magnetic Hysteresis Loops of Interlayer Exchange Coupled FM/SDW-
AFM/FM Trilayers
V.V.Ustinov, M.I.Kurkin, D.Z.Khusainov

13.5 Rinkevich A.B.
Giant Magnetoresistive Effect Study in Fe/Cr Multilayers Using Traveling

Electromagnetic Waves
V.V.Ustinov, A.B.Rinkevich, L.N.Romashev

13.6 Andreeva MLA.
Interface Selective Investigation of >’Fe/Cr Multilayer by Nuclear Resonance

Bragg Reflectivity in Time Scale
M.A.Andreeva, V.G.Semenov, L.Hoggstrom, B.Lindgren, B.Kalska,
A.1L.Chumakov, O.Leupold, R.Ruffer, K.A.Prokhorov, N.N.Salashchenko

13.7 Lobov1.D
The Optical, Magnetooptical and Magnetic Properties of Fe/GaAs Films:

Manifestation of Interlayer Exchange Coupling
1.D.Lobov, V.M.Maevskii, L.V.Nomerovannaya, M.M Kirillova, A.A.Makhnev,
F.A.Pudonin

13.8 Iskhakov R

Co/Pd Multilayered Films: Registration of the Magnetic Blocks
R.Iskhakov, J.Moroz, E. Shalyguina, L.Chekanova

13.9 Svalov A.V.
Influence of the Gd Layer Thickness and Heat Treatment on Phase

Composition and Magnetic properties of Gd/Cu and Gd/Si Films
A.V.Svalov, V.0.Vas’kovskiy, A.V.Gorbunov, N.N.Schegoleva S.M.Zadvorkin

13.10 Kruglack V.V.
Influence of Interlayer Inhomogeneity of Magnetic Damping Parameter

Allocation on Spin Waves Propagation in Multillayer Materials
V.V Kruglack, A.N.Kuchko

13.11 Kholin D.I.
Non-Homogeneous FMR Modes in [Fe/Cr}, Superlattices with a Strong

Biquadratic Coupling
~ A.B.Drovosekov, D.I.Kholin, N.M.Kreines, V.F. Mescheriakov, M.A Miliayev,
L.N.Romashev, V.V.Ustinov
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13.12 Le Gall H.
High Sensitivity of Spin-Valve Dynamics in GHz Range with Interlayer

Exchange Interaction
H.Le Gall, J. Ben Youssef, J.P.Jay

13.13 Buznikov N.A.

Non-Linear Magneto-Impedance of Multi-Layered Film Structures
A.S.Antonov, N.A.Buznikov, [.T.Iakubov, A.V.Joura, A.l.Rakhmanov

13.14 Mankov Yu.l.

Spin-Wave Spectrum in Partially Randomized Multilayers with Finite

Thickness of Interfaces
V.A Ignatchenko, Yu.l.Mankov, A.A Maradudin

13.15 Patrin G.S.

Magnetic Resonance and Photomagnetic Properties of Fe/Si/Fe Trilayer Films
G.S.Patrin, S.G.Ovchinnikov, N.V.Volkov, D.A . Velikanov, V.P.Kononov

13.16 Gorbunov A.V.
Two Mechanism of the Influence of the Layered Structure Parameters on-

Gd/Co Films Magnetic Properties
A.V.Gorbunov, V.0.Vas’kovskiy, A.V.Svalov

13.17 Kourtina N.V.
Study of Fe/Cr Superlattices with Specular X-ray

Reflectometry
N.V.Kourtina, E.A.Kravtsov, A.V.Semerikov, V.V.Ustinov

13.18 Yampolskaya G.1.
Qualitative Criterion for Determination of Type of Interlayer Exchange

Coupling of a Two-Layer Film
A.L.Sukstanskii, G.I. Yampolskaya

13.19 Pogorelov Yu.G.
Local Structure in CoFe/Al,O; Multilayers Determined by Magnetic

Techniques
J.B.Sousa, G.N.Kakazei, Yu.G.Pogorelov, N.A.Lesnik, P.Panissod, P.E.Wigen, M.Rokhlin,
S.Cardoso, P.P.Freitas
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13.20 Romashev L.N.

Magnetic and Electric Properties of Cluster-Layer Nanostructures Fe/Cr
V.V.Ustinov, L.N.Romashev, M.A.Miliyaev, E.A . Kravtsov

13.21 Samson Y.
Magnetic Properties of (Co/Pt) Multilayers Deposited on Nanoscale Patterned

Silicon Substrates
S.Landis, B.Rodmacq, P.Bayle-Guillemaud, B.Dieny, Y.Samson, B.Dal’Zotto

13.22 Siritaratiwat A.

Intelligent Instrument for GMR Film Measurement
A Siritaratiwat, P.Polrutanasak, S.Hungsasut, R.Ung-arunyawee, C.Pupaichitkul

13.23 Ovchinnikov V.V.
Mossbauer Spectroscopy Investigation of Interface Structure in > Fe/Cr
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V.V.Ustinov, V.V.Ovchinnikov, V.A.Tsurin, L.N.Romashev, A.V.Semerikov,
E.A.Kravtsov

13.24 Kravtsov E.A.
Magnetisation Anisotropy, Domain Structure and Non-Collinear Ordering in

Fe/Cr Multilayers
E.A Kravtsov, T.P.Krinitsina, H.Lauter, V.V.Lauter-Pasuik, M.A .Milyaev, A .Petrenko,
L.N.Romashev, B.Toperverg, V.V.Ustinov

13.25 Shulga N.V.

FMR in a Two-Layer Film With Combined Magnetic Anisotropy
N.V.Shulga, R.A.Doroshenko

13.26 Pozdnyakov A.V.

Spin-Wave Susceptibility of Partially Disordered Multilayers
V.A Ignatchenko, A.A.Maradudin, A.V.Pozdnyakov

13.27 Noshiravani M.
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14. MAGNETIC FILMS

14.1 Levy Jean —Claude 280
Dipolar effects in Ultrathin films and Magnetic Dots (Invited)

14.2 Gerasimov M.V. 281
Dynamic and Static Hysteresis Loops of Monocrystal Garnet Film
M.V Logunov, M.V.Gerasimov

14.3 Vakhitov R. M. 282
Magnetization Reversal Processes of a (001) Crystal Plate Containing

Defects
R.M.Vakhitov, V.Ye.Kucherov

14.4 Dikshtein L.E. 283

Magnetoelastic Superstructure in Ferromagnetic Film
Yu.l.Bespyatykh, I.LE.Dikshtein, W.Wasilewski, Zhen-Ya Li

14.5 Mac Mathuna D. 284
Study of the Growth of Ultrathin Epitaxial Fe Films on a Stepped Mo (110)

Surface
S.Murphy, D.Mac Mathuna, J.Osing, 1.V.Shvets

14.6 Kholmetskii A.L. 285
About Magnetic properties of Thin Surface Layer of Ferromagnetic in

Weak Magnetic Fields
AL Kholmetskii’ M.Mashlan’ O.V.Misevich' A .R.Lopatik

14.7 Zakhlevnykh A.N. 286
On the Magnetically Induced Ferrocholesteric-Ferronematic Transition in

Finite-Thickness Films with Homeotropic Anchoring
AN.Zakhlevnykh, V.S.Shavkunov

14.8 Tarakanov V.V. 287
Dispersion of Microwave Magnetic Polaritons In A Plate of FeBO;
V.V. Tarakanov, V.I.Khizhnyi, A.P.Korolyuk, M.B.Strugatsky
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14.9. Dragoshanskii Yu.N 288
Effect of Domain Structure Inhomogeneities on the Magnetic Properties of

Soft Magnetic Materials
Yu.N Dragoshanskii V.V. Gubernatorov, B.K. Sokolov

14.10. Savin P.A 289
Features of Transition into Transcritical State of Double Layer Permalloy

Films
P.A. Savin, V.O. Vas‘kovskiy, V.N. Lepalovskii

14.11 Merkulov D.1. 290
Effect of Nonstoichiometry on Magnetic and Electrical Properties of Ferrite

Films Having S-Type Current - Voltage Characteristic
D.I. Merkulov, M.F. Bulatov, I.M. Garanin, V K. Karpasyuk

14.12 Dzhezherya Yu.l. 291

A Spiral Magnetization of a Thin Magnetic Film
Yu.l.Gorobetz, Yu.l.Dzhezherya, L.P.Mironenko

14.9 Mamalui Yu.A. 292
Lattice of Spiral Domains in Thin Magnetic Films with Perpendicular

Anisotropy
Yu.A.Mamalui, E.N.Soika

14.10 Lukasheva E.V. ' 293

Magnetization Structure In homogenates in Domain Walls
L.I.Antonov, E.V.Lukasheva, G.A.Mironova, D.G.Skachkov

Skachkov D.G. 294
Magnetic Field of Magnetization Periodic Structure in Thin Magnetic Film
L.1.Antonov, E.V.Lukasheva, G.A Mironova, D.G.Skachkov

Koriakin S.V. 295
XRS and CEMS Investigation of Anomalous Cobalt Deficit on the Surface

of the Films of CoCu Inhomogeneous Alloys
A.LStognij, S.V.Koriakin

Dubinko S.V. 296

Garnet Ferrite Film for Analog Visualization of Magnetic Field
V.G.Vishnevski, R.M.Mikherskii, S.V.Dubinko
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15. MAGNITOSTRICTION, ANISOTROPY, MAGNETIZATION REVERSAL

15.1 Szymczak H. 298
Surface and Interface Magnetostriction in Modern Magnetic Materials.

(Invited)

H.Szymczak,M.R.Gibbs

15.2 Antonov L.I. 299

Numerical Solution of Micromagnetic Problems (Invited)
L.I.Antonov, B.N.Filippov

15.3 Turov E.A. 300
Specifical Effects of Acoustic Birefringence in Antiferromagnets :
E.A.Turov, I.F Mirsaev, V.V Nikolaev

15.4 Popov Yu.F. 301
Magnetostriction Anomalies at Field Induced Phase Transitions Insulator-

Metal in Pr(Ca,Sr)MnO;
AM.Kadomtseva, Yu.F.Popov, G.P.Vorob’ev, K.I.LKamilov, V.Yu.Ivanov,
A.A.Mukhin, A.M.Balbashov

15.5 Podgornykh S.M. 302
Relation Between Spontaneous Volume Magnetostriction and Spontaneous

Magnetization in Invar-Like YFe,(Mo, Compound
S.M.Podgornykh, V.A Kazantsev, E.V.Shcherbakova

15.6 Bogdanova Kh.G. 303

The Giant Magnetoacoustic Effect Caused By Nuclear Magnetism
Kh.G.Bogdanova,V.A.Golenischev-Kutuzov, M.LKurkin, V.E.Leont’ev, M.R.Nazipov,
S.V.Petrov, M.M.Shakiryanov

15.7 Pirogov A.N. 304
Magnetization and Magnetic Anisotropy of Tm and Fe-Ion Subsystems in

Tsze”
AN.Pirogov, J.-G.Park, K.Prokes, C.Lee, J.Park, N.V .Kudrevatykh, E.Z.Valiev,

V.A Kazantsev

15.8 Tereshina L.S. 305
Effect of Interstitial Elements on the Magnetic Anisotropy and

Magnetostriction of Intermetallic Compounds Based on 4f and 3d-

Transition Metals

S.A Nikitin, I.S.Tereshina
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15.9 Pastushenkov Yu.G.

Magnetic Domain Structure and Spin-Reorientation Transitions in
Nd,Fe;4B and R(Fe,Co);; Ti (R=Tb,Dy) Single Crystals

15.10 Pamyatnykh L.A.

Peculiarities of Nucleation Magnetic Heterogeneities in Iron Garnet Plates

with Combined Anisotropy
L.A.Pamyatnykh’ G.A.Shmatov’ N.S.Kalinina

15.11 Lomaev G.V.

To a Problem of Modeling the Switching Process of Bistable

Ferromagnetics
G.V.Lomaev, D.V Kochetova

15.12 Perov D.V.

The Lamb Waves Excitation in Consequence of Interaction of the Eddy
Currents with the Magnetic Field of the DC that Flows in a Plate

15.13 Schumann R.

The Inverse Thermal Remagnetization in Barium Ferrite

R.Schumann, P.Seidel, L.Jahn

15.14 Seregin S.V.

Anisotropy of Elastic Strains at Homogeneous Oscillations of

Magnetization
S.V.Seregin, R.A.Doroshenko

16. MAGNETIC SEMICONDUCTORS, OTHER MATERIALS

16.1 Iwasaki Y.

Magnetization Reversal without Applying an External Magnetic Field:
Another Gateway to Spin-Electronics (Invited)

16.2 Osipov V.V.

Spin Injection and Spin Transport: the Possibility of Frequency Tunanabled
Lasers for Millimeter and Submillimeter Range on the Base of Contacts
Ferromagnets (F)- Semiconductor (S) n-InSb

V.V.Osipov, N.A.Viglin, A.A.Samokhvalov
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16.3 Tehranchi M.M. 314
The Effect of Charge Carriers on Magnetic Properties of Ferromagnetic '

Semiconductors
M.M.Tehranchi, M.Ghanaatshoar, F.Ebrahimi

16.4 Liu Z.H. 315
Magnetic Properties and Magnetic-Field-Induced Strains of

Heusler Alloy NiMnGa
Z.H.Liu, W.H.-Wang, J.L.Chen, S.X.Gao, G.H. Wu

16.5 Inoue J. 316
Double Resonance Mechanism of the Ferromagnetism and Spin-Dependent

Transport in Magnetic Semiconductors
J.Inoue 1, S.Novoyama 2, H.Itoh?

16.6 Filimonov Yu.A. 317

Ti, Co-Doped BAM Ferrite Properties in 12- 80 GHz Range
Yu.A Filimonov' G.T.Kazakov' S.L.Vysotsky S.A.Nikitov’ J.Kreisel’ H.Vincent

16.7 Rempel A.A. 318

Magnetic Properties of Single Quasicrystal Alyg,Pd,;3Mng s
A.A Rempel, S.Z.Nazarova, A.I.Gusev

16.8 Pashchenko V.P. 319
Influence of High Hydrostatic Pressure on the Resistive and Magnetoresistive

Properties of Manganese -Zinc Ferrites
V.P. Pashchenko, V.N.Varukhin, V.A.Shtaba, S.S.Kucherenko, P.I.Polyakov

16.9 Aliev A.M. 320
Peculiarities of Specific Heat, Thermal Conductivity and Electric Resistivity of

Sm;.,Sr,MnQO; in Phase Transition Regions
AM.Aliev, Sh.B.Abdulvagidov, A.B.Batdalov, I.K.Kamilov, O.Yu.Gorbenko,
V.A.Ameliev

16.10 Ivanova N.B. 321
Magpnetic and Electrical Properties of Transition Metal Borates Solid Solutions

VxFel-xBO3.
A.D.Balayev, V.V Rudenko, S.G.Ovchinnikov, N.B.Ivanova, N.V.Kazak
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16.11 Koneshova T.I.

About New Magnetic and Semiconductors Materials based on
Cu-In-Cr(Fe)-Se(Te) Systems Compounds

T.I.Koneshova, V.M.Novotortsev

16.12 Konstantinov V.L
Submillimeter Photoelectrical Magnetospectroscopy of Shallow Donors in
GaAs Epitaxial Layers

16.13 Alshanskii G.A.

Magnetic Properties of the Fe Impurity Spin System in Gapless Semiconductor

HgSe
G.A.Alshanskii, V.L.Konstantinov, A.V.Korolyov, E.A Neifeld, V.I.Okulov,
S.U.Paranchich, L.D.Sabirzyanova

16.14 Cherny A.S.

Long-Time Monodomain Magnetic State in Low-Dimensional
[(CH3)3NH]COC113*2H20

A.S.Cherny, E.N.Khatsko

17. MODEL SYSTEMS

17.1 Maleyev S.V.
Pseudodipolar Interaction, Violation of the Total Spin Conservation Law and
Infra-Red Divergences in 2D and 3D Antiferromagnets

17.2 Murtazaev A.K.

Research of Critical Properties of Models Gadolinium
A.K.Murtazaev, . K. Kamilov, K.Sh.Khizriev, L.L.Emiraslanova

17.3 Zavadskii E.
Application of the Model with Parabolic Liability Boundaries for Nickel

K.Barner, E.Zavadskii, D.Suminov

17.4 Gorobets S.V.

Stationary Flows of Liquid in the Vicinity of the Small Ferromagnetic Particles

in Constant Homogeneous Magnetic Field
S.V.Gorobets, O.Yu.Gorobets, N.P.Bandurka
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17.5 Gluschenko N.V.

New Statistical Model of Quasi-one-Dimensional Magnets

N.V. Gluschenko, V.N. Udodov, A.L. Potekaev

17.6 Martynov S.N.

Ground State of 1D Antiferromagnetic Anisotropic Heisenberg Model with

Free Boundary Conditions

17.7 Sherman A.

Modified Spin-Wave Theory of the Square-Lattice Heisenberg

Antiferromagnet
A.Sherman, M.Schreiber

17.8 Fridman Yu.A.

Phase Diagram and Spectra of Elementary Excitations in Ferromagnet with

Negative Biquadratic Interaction
Yu.A.Fridman, O.V.Kozhemyako, B.L.Eingormn

17.9 Nizhankovskii V.1.

Influence of the Dielectric Constant Gradient on the Surface Magnetic

Ordering

17.10 Ovchinnikov A.S.

Magnetic and Nonmagnetic Impurities in Singlet-Triplet Magnet
1.L.Avvakumov, N.V.Mel’nikova, A.S.Moskvin, A.S.Ovchinnikov

17.11 Melnichuk A.

Influence of Irradiation on the Bubble Structure Ordering in Alternate Field

Yu.I.Gorobets, Ye.L.Malanushenko, I.A.Melnichuk

17.12 Kassan-Ogly F.A.

One-Dimensional Potts Models in Magnetic Field

17.13 Kassan-Ogly F.A.

One- Dimensional Ising Model with Next-Nearest-Neighbor Interaction in

Magnetic Field

17.14 Polyakov O.P.

Effective Attraction of the Same Poles of Small Magnetized Bodies (Dipoles)

in Open Non equilibrium Systems
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17.15 Polyakov P.A.

The Theory of a Multi-Domain Magnetic Structure at Presence of Dot

Magnetic Nonuniformity
M.L.Akimov, P.A Polyakov

17.16 Falkovskaya L.D.

On the Magnetic Properties of 1D and 2D Heisenberg Systems
B.V .Karpenko, L.D Falkovskaya, V.V.Dyakin, S.L.Kaybitcheva

17.17 Margulis V.A.

Magnetic Response of an Electron Gas in the Quantum Ring of Nonzero

Width
V.A Margulis, A.V.Shorokhov, M.P.Trushin

17.18 Ovchinnikov A.S.

Ground State Properties of the Heterospin One-Dimensional Ferromagnetic

Chain

A.S.Ovchinnikov’ I.G.Bostremr V.E.Sinitsyn’ N.V.Baranov’ K.Inoue

17.19 Demikhovsky V.Ya.

New Fermi Surfaces and Magnetic Oscillations in 3D Crystals at Megagauss

Magnetic Field

V.Ya.Demikhovsky, A.A.Perov, D.V.Khomitsky

17.20 Zverev V.V.

Semiclassical Description of Quantum Systems by Means of Hypergeorhetric

Coherent States

17.21 Eleonsky V. M.

Velocity Spectrum Of Topological Solitons in The Nonlocal Josephson

Electrodynamics
M. Eleonsky, N. E. Kulagin

17.22 Peschansky V.G.

Non-Linear Electromagnetic Waves in Metals under Strong Magnetism of

Conduction Electrons
V.G.Peschansky, D.1.Stepanenko

17.23 Yefremov N.F.

Expanded KP-Method of Wavefunction Basis Generation in Periodical
Potential. Application to Dielectric and Metallic Crystals Band Calculations

O.V.Ivanov, N.F . Yefremov
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17.24 Robuk V.N. 349
Possibility of Separation of Variables in Landau-Lifshitz Equations with
Arbitrary Quadrupole Anisotropy

18.STRUCTURE AND PROPERTIES OF COMPOUNDS AND ALLOYS

18.1 Tarakanov V.V. 350
On the Symmetry of Macroscopic Fields in Piezomagnetics

18.2 Ulanov V.A. 351
Quasi-One-Dimensional Jahn-Teller Type Impurity Systems in BaF,:Cu

Crystals

V.A.Ulanov, M.M.Zaripov, E.P.Zheglov, A.V.Pavlov

18.3 Strugatsky M.B. 352

Gakel’-Turov Oscillations in Iron Borate
M.B.Strugatsky, K.M.Skibinsky, A.P.Korolyuk, V.V.Tarakanov, V.. Khizhnyi

18.4 Romanova O.B. 353

Optical Properties of a-MnS Single Crystal
0.B.Romanova, G.M.Abramova, L.I.Ryabinkina, V.V.Markov

18.5 Baranov N.V. 354
Unusual Behavior of Thermal and Transport Properties of

(Gd1«xYx)3Co Compounds
N.V.Baranov, G.Hilscher, P.E.Markin, H.Michor, Yu.Posokhov, A.A.Yermakov

18.6 Levitin R.Z. 355
Magnetic, Magnetothermal and Magnetoelastic Properties of
Gd;(Si;.95Ges o5) Intermetallic Compound near Magnetostructural Phase

Transition ,
A.S.Chernyshov, D.A Filippov, M.LIlyn, R.Z.Levitin, K.A.Gschneidner Jr,
V K .Pecharsky, A.O.Pecharsky, V.V.Snegirev, A.M.Tishin

18.7 Gavrichkov V.A. 356

Analysis of Polarized ARPES - Spectra of Nondoped Cuprates
V.A.Gavrichkov, A.A.Borisov, S.G.Ovchinnikov
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18.8 Normand B.

Microscopic Theory of Stripes in Cuprates
B.Normand, A . Kampf

18.9 Nazarova S.Z.
Magnetic Susceptibility and Disorder-Order Phase Transitions in Strongly

Non stoichiometric Compounds TiC, and HfC,
S.Z Nazarova, L.A.Zueva, A.N.Zyryanova

18.10 Patrin G.S.

Polarization-Dependent Photomagnetic Effect in a-Fe,03:Ga, Yb Crystals
G.S.Patrin, N.V.Volkov

18.11 Antoshina L.G.

Influence of Ga*'Tons on Magnetic Properties of Ferrite NiFeCrO,
L.G.Antoshina, A.N.Goryaga, V.V.Sankov

18.12 Yermakov A.A.
Neutron Diffraction Study of the Field Induced Transition in the Itinerant

Subsystem of R; Y Co, Compounds
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