nu
= / 2 Volume 20 | Number 10 | October 2014

@_ Springer



IONICS - International Journal of lonics
The Science and Technology of lonics Motion

Volume 20 - Number 10 - October 2014

ORIGINAL PAPERS

Li,MnSi0,/carbon nanofiber cathodes for Li-ion batteries
H. Park - T. Song - R. Tripathi - L.F. Nazar - U. Paik 1351

Effect of Ni/Mn ratio on the performance of LiNi,Mn,—,04
cathode material for lithium-ion battery
W.Ren-R.Luo-Z-s.Liu-X.-y.Tan- Z.-y. Fu - S.-. Liao 1361

Enhanced electrochemical properties of Al-doped bulk
manganese oxides synthesized by a facile liquid-phase method
G.Wang- G.Shao- L.Wang-J.Song-Z.Ma-T.Liu 1367

Solid-state synthesis of graphite carbon-coated Li,Tis0;, anode
for lithium ion batteries
Y.Wang - W. Zou - X. Dai- L. Feng - H. Zhang - A. Zhou - J. Li 1377

Electrical properties of Li-based NASICON compounds doped with
yttrium oxide
D.H. Kothari - D.K. Kanchan - P. Sharma 1385

ACimpedance studies on proton-conducting PAN: NH,SCN
polymer electrolytes

S. Nithya - S. Selvasekarapandian - S. Karthikeyan - D. Inbavalli -
S. Sikkinthar - C. Sanjeeviraja 1391

Simple synthesis of iron'"! sulfophenyl phosphate nanosheets
as a high temperature inorganic—organic proton conductor
G.Liu-Z.Li-L.Jin-S.Wang 1399

Influence of Gd** and Dy3* co-doping and sintering regime
on enhancement of electrical conductivity of ceria-based
solid electrolyte

Z. Khakpour - A.A. Youzbashi - A. Maghsoudipour 1407

Highly active Pd/W0;-CNTs catalysts for formic acid
electrooxidation and study of the kinetics
C.Ma-Y.Jin-M.Shi-Y.Chu-Y.Xu-W.Jia- Q. Yuan - J. Chen - H. Pan -
QDai 1419

Optimized AC conductivity correlated to structure, morphology
and thermal properties of PVDF/PVA/Nafion composites
M. Pandey - G.M. Joshi - K. Deshmukh - M. Khutia - N.N. Ghosh 1427

lon transport properties of NaPF6- and NaCl-doped poly
(N-phenylene N'imino pentyl)imminium propane sulfonate
T.Tiwari - N. Tarannum - M. Kumar - N. Srivastava 1435

Conductivity and dielectric relaxation of gelatin films with
glycerol as plasticizer
T.Basu-S.Tarafdar 1445

Starch-based gel electrolyte thin films derived from native sago

(Metroxylon sagu) starch
S.C.Pang- CL.Tay-S.F.Chin 1455

@ Springer

Conductivities and ion association constants of ferric chloride
and chromic chloride in DMF and DMSO as a function

of temperature

S.PuraErgin 1463

Application of an ionic liquid-functionalized Mg,Al layered
double hydroxide for the electrochemical myoglobin biosensor
J.lou-Y.Lu-T.Zhan-Y.Guo-W. Sun- C.Ruan 1471

Nanostructured base electrochemical sensor for voltammetric
determination of homocysteine using a modified single-walled
carbon nanotubes paste electrode

H. Soltani - H. Beitollahi - A.-H. Hatefi-Mehrjardi - S. Tajik - M.T. Mahani 1481

SHORT COMMUNICATIONS

Fabrication of functionalized nitrogen-doped graphene for
supercapacitor electrodes
C.Chen-W.Fan-T.Ma-X.Fu 1489

Synthesis and performance of Li;NiTi;0g as a new anode material
for lithium-ion batteries
J.Liu-C.Du-Z.Tang 1495

Further Articles can be found at link.springer.com

Abstracted/Indexed in:

Science Citation Index Exganded (SciSearch), Journal Citation
Reports/Science Edition, SCOPUS, INSPEC, Chemical Abstracts
Service (CAS), Google Scholar, Academic OneFile, EI Encompass,
El-Compendex, EnCompassLit, Gale, 0CLC, SCimago, Summon
by ProQuest

Instructions for Authors for /onics are available at
www.springer.com/11581



